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Domestic survey data were prepared by Hoa P. Phamdang, statistical assistant, and the world production table was prepared 
by Lisa D. Miller, international data coordinator.

In 2008, natural iron oxide pigment (IoP) production in the 
United states decreased slightly compared with that of 2007. 
U.s. production data are withheld to avoid revealing company 
proprietary data. Finished natural and synthetic IoPs sold by 
processors decreased to 85,100 metric tons (t) valued at $118 
million in 2008 from 88,100 t valued at $122 million in 2007. 
exports of pigment-grade IoPs and hydroxides decreased to 
4,740 t valued at $12.1 million in 2008 compared with 5,410 t 
valued at $15.9 million in 2007. Imports of natural and synthetic 
IoPs decreased to 155,000 t valued at $164 million in 2008 
compared with 178,000 t valued at $154 million in 2007 
(table 1).

Production

natural IoPs are derived from hematite, which is a red iron 
oxide mineral; limonite, which varies from yellow to brown, 
such as ochers, siennas, and umbers; and magnetite, which 
is black iron oxide. synthetic IoPs are manufactured using 
three methods: thermal decomposition of iron salts or iron 
compounds; precipitation of iron salts, usually accompanied 
by oxidation; and reduction of organic compounds by iron 
(Podolsky and reid, 2006, p. 1458).

U.s. production data for crude (natural) IoPs sold or used 
in 2008 were developed by the U.s. geological survey from a 
voluntary survey of three companies, of which two responded. 
An estimate for the nonrespondent was based on preliminary 
9-month data, employment hours, industry trends, and 
information from trade contacts and trade literature. domestic 
production data are withheld to avoid disclosing company 
proprietary data; sales were less than 50,000 t in 2008, and there 
was a decline in 2008 compared with that of 2007.

In a second voluntary survey, data were received from seven 
of eight known processing operations for finished (natural and 
synthetic) IoPs. these eight operations represented about 94% 
of the tonnage shown in table 1. data for the nonrespondent was 
estimated on the basis of prior-year levels of output and industry 
trends.

Production data for finished IOPs are collected only from 
operations that process material, such as the crushing and 
grinding of natural IoPs or synthesize IoPs. Canvass data are 
not collected from operations that simply blend, mix, repackage, 
and/or resell IoP material.

At least three U.s. companies produced regenerated iron 
oxide, which is obtained when spent pickle liquor from 
steelmaking is treated (table 2). regenerator iron oxide data 
were not included in table 1 because it must be processed prior 
to use in typical iron oxide pigment applications.

santa Fe gold Corp. purchased a micaceous iron oxide 
(mIo) deposit in Arizona from new Planet Copper mining 
Co. the deposit, which covers 212 hectares (523 acres), 

was purchased for $250,000. mIo is used as a pigment in 
corrosion-control paints for structural steelwork. there currently 
are no producers of mIo in the United states. World production 
of mIo was estimated to be 15,000 metric tons per year (t/yr) 
with production in Austria, Australia, morocco, south Africa, 
and spain. the company did not announce a schedule for 
development of the deposit (Industrial minerals, 2008; santa Fe 
gold Corp., 2008).

Consumption 

end use data for IoPs are not surveyed on a regular basis. In 
2006, world consumption of natural IoPs and synthetic IoPs 
was estimated to be 167,000 t and 1.13 million metric tons (mt), 
respectively. natural IoPs were sold for construction materials 
(48%), coatings (42%), other unspecified applications (7%), 
and ceramic, glass, paper, paint, and plastic applications (3%). 
synthetic IoPs were used for construction materials (48%), 
coatings (24%), other unspecified applications (21%), and 
ceramic, glass, paper, paint, and plastic applications (7%) (Will, 
2008, p. 12). In 2002, 50% of U.s. consumption of natural and 
synthetic IoPs was used for colorizing construction materials, 
31% was used in paints and coatings, 18% was used in plastics 
and rubber, and 1% was used for other or unknown applications. 
european consumption in these same markets was estimated to 
be 64%, 30%, 4%, and 2%, respectively. World consumption 
was estimated to be 50% for colorizing construction materials, 
28% for paints and colorants, 6% for plastics and rubber, and 
16% for other applications (Buxbaum and Pfaff, 2005, p. 110). 

Construction applications included such concrete products 
as block, brick, or segmental retaining wall units; mortar; 
paving stones; precast products of various sizes or dimensions, 
ready‑mixed concrete; and roofing tiles. IOPs also were used 
to color clay bricks. the decline in the U.s. housing and 
commercial construction market probably affected sales of IoP 
colorants to both industries. For example, U.s. brick shipments 
declined by 30% to 5.05 billion bricks in 2008 compared with 
7.24 billion bricks in 2007 and U.S. shipments of clay floor and 
wall tile declined by 11% to 45,100 square meters (485 million 
square feet) in 2008 compared with 50,600 square meters (545 
million square feet) in 2007 (U.s. Census Bureau, 2009a).

Another leading IoP market, paints and coatings, also 
experienced a significant decline in shipments in 2008 owing to 
decreased construction and manufacturing activity. shipments 
of total paint and allied products (comprising architectural 
coatings, original equipment manufacture product coatings, 
special-purpose coatings, and miscellaneous allied paint 
products) were 4.62 billion liters (1.22 billion gallons) in 2008 
compared with 5.00 billion liters (1.32 billion gallons) in 2007 
(U.s. Census Bureau, 2009b).



40.2   U.s. geoLogICAL sUrVeY mInerALs YeArBooK—2008

other end uses of IoPs included colorants for ceramics, 
glass, paper, plastics, rubber, and textiles; in foundry sands; and 
industrial chemicals, such as catalysts. other applications were 
animal feed, cosmetics, ferrites, fertilizers, and magnetic ink and 
toner.

A super fine amorphous iron oxide with large surface area was 
manufactured for use as a catalyst for chemical processes and in 
solid rocket propellants. It is also suitable for cosmetics, drugs, 
and foods (Kosowski, 2008, p. 2).

An iron oxide product is produced from the treatment of 
iron-polluted coal mine drainage, which can end up in creeks 
and streams. the extraction and use of the iron oxide from these 
sources reduces water pollution. Applications for the iron oxide 
product include contaminated soil remediation and pigments 
(Hedin, 2008, p. 6).

decorative concrete, which uses IoPs for color almost 
exclusively, is said to be one of the fastest growing segments of 
the construction industry. one example of decorative concrete is 
stamped concrete, which involves imparting texture and color to 
fresh concrete to make it resemble brick, slate, stone, and many 
more shapes and forms found in nature, including wood 
(Pinto, 2008, p. 4, 6).

Iron oxide is obtained from steelmaking when steel is treated 
with hydrochloric acid to remove surface oxides. the acid is 
then regenerated to be recycled, and regenerated iron oxide is 
obtained. the iron oxide has potential applications, such as a 
colorant in brick, cement, and pavers. the quality of regenerated 
iron oxide has improved over time. Blending of this material 
with other iron oxides can reduce costs (swan, 2008, p. 6, 7, 9, 
and 13).

A major end use for regenerator iron oxides was ferrite 
ceramic magnets. there are two types of ferrites—soft, which 
do not retain permanent magnetism, and hard, which retain 
permanent magnetism. Uses of soft ferrites include computers, 
cores for radio frequency coils, inverter cores, memory cores, 
microwave communication systems, microwave ferrites for 
telecommunications, pot cores, rectangular modulus cores, 
television deflection yokes, and other industrial applications. 
Hard ferrites are used in flexible magnets, generators, 
loudspeakers, and motors.

Prices

the average annual producer price index (PPI) for IoPs under 
North American Industry Classification System code 325131–72 
was 214 in 2008 (1983=100) compared with 204.6 in 2007. the 
PPI was 211.3 in January and increased through June 2008 to 
224.5. the PPI declined to 201.2 in december 2008. the PPI 
measures the average change in the selling prices charged by 
domestic producers of IoPs over time (U.s. Bureau of Labor 
statistics, 2008). LAnxess Ag raised prices for some of its 
IoP products by as much as $229 per metric ton because of 
increases in costs for raw materials, energy, and transportation 
(LAnxess Ag, 2008a). rockwood Pigments nA, Inc. 
announced price increases as high as 40% for its granular color 
products and between 5% and 20% on its pigment products 
sold worldwide owing to increases in raw materials (rockwood 
Pigments nA, Inc., 2008a, b).

the average value of exports of pigment-grade IoP and 
hydroxides was $2.56 per kilogram in 2008 compared with 
$2.93 per kilogram in 2007. the average value of exports of 
other grades of IoP and hydroxides was $0.68 per kilogram in 
2008 compared with $0.53 per kilogram in 2007 (table 3).

the average value of imports of IoP and hydroxides ranged 
from $0.48 to $1.73 per kilogram, depending on the grade. 
Average values increased between 4% and 28% compared with 
import values in 2007 (table 4). synthetic IoP import grades 
averaged $1.07 per kilogram in 2008 compared with $0.88 
per kilogram in 2007. the average value of U.s. imports of 
synthetic IoPs from China, the leading source, increased to 
$0.93 per kilogram in 2008 from $0.67 per kilogram in 2007. 
the value of synthetic IoP imports from germany, the second 
leading source, declined to $1.20 per kilogram from $1.23 per 
kilogram. Imports of natural IoP grades averaged $0.56 per 
kilogram in 2008 compared with $0.52 per kilogram in 2007. 
the average value of U.s. imports of natural IoPs from Cyprus, 
the leading source, increased to $0.47 per kilogram in 2008 from 
$0.44 per kilogram in 2007. the value of natural IoP imports 
from spain, the second leading source, increased to $0.59 per 
kilogram from $0.48 per kilogram during the same period. the 
average value of all IoP imports was $1.05 per kilogram in 
2008 compared with $0.87 per kilogram in 2007 
(tables 4 and 5).

Foreign Trade

U.s. exports of pigment-grade IoPs and hydroxides in 2008 
totaled 4,740 t valued at $12.1 million compared with 5,410 
t valued at $15.9 million in 2007. exports of other grades of 
IoPs and hydroxides were 46,900 t valued at $31.8 million in 
2008 compared with 63,100 t valued at $33.5 million in 2007. 
Belgium was the major destination for exports of pigment-grade 
IoPs, accounting for 37% of the export tonnage. Canada, China, 
and mexico were the major destinations for exports of other 
grades of IoPs and hydroxides, accounting for 91% of the 
export tonnage (table 3).

U.s. imports of IoPs were 155,000 t valued at $164 million 
in 2008 compared with 178,000 t valued at $154 million in 
2007 (tables 1 and 4). By tonnage, the leading sources of natural 
IoP imports were Cyprus with 61% of the tonnage and spain 
with 25% of the tonnage. the leading sources of synthetic IoP 
imports were China with 57% of the tonnage; germany, 25%; 
Brazil, 5%; and Italy, 4% (table 5).

World Review

eighteen countries reported production of natural IoP in 
2008. Production increased in germany, decreased in turkey, 
and remained unchanged in most other countries. China and 
several eastern european countries are not included in table 6 
because data on production were not available. Also, reported 
production in germany included synthetic IoP.

World production of IoPs (natural and synthetic) was 
estimated to be 1.4 mt valued at $1.1 billion in 2006. India 
was the leading producer of natural IoP. China was the world’s 
leading producer of natural and synthetic IoPs in 2006 with 
49% of the total; europe produced 25%; Japan, 12%; and the 



Iron oxIde PIgments—2008   40.3

United states, 7%. germany accounted for 69% of european 
and 17% of world production. the estimated global market for 
IoPs in 2006 was $1.1 billion. Asia had 37% of the market; 
Europe, 32%; and North America, 26% (Will, 2008, p. 7–8, and 
11).

China.—Production of natural and synthetic IoPs in China 
was 728,000 t in 2007, the most recent year for which data were 
available, and sales (including exports) were about 690,000 t. 
exports of IoPs were about 407,000 t, and major destinations 
included north America with about 132,000 t; europe, 113,000 
t; and southeast Asia, 91,000 t (Wang, 2008, p. 3, 5, 9). 

LAnxess purchased a production facility in Jinshan from 
its former cooperative partner Jinzhuo Chemicals Co., Ltd. the 
plant was one of the largest in China with a production capacity 
of approximately 30,000 t/yr. LAnxess had been leasing about 
50% of the plant capacity since 2007 (LAnxess Ag, 2008b, 
2009, p. 23).

Outlook

IoP mining has declined in the United states in recent years. 
estimated output of IoPs decreased to 50,000 t in 2007 from 
154,000 t in 2000. In the same time period, imports increased to 
178,000 t from 91,300 t. China’s IoP output has increased to an 
estimated 690,000 t/yr in 2007 from nearly 100,000 t/yr in the 
1990s. Consumption of iron oxides in China’s concrete products 
has increased at a significant rate since the late 1990s. This is a 
reflection of the rapid pace of urban infrastructure construction 
in China (Zhang, 2008, p. 3, 24, 27). China’s IoP industry 
continues to improve processing equipment and technology, 
packaging, and test instruments. Increasing costs for energy, 
labor, and raw materials are projected to result in increased 
prices for Chinese IoPs. emphasis was being placed on 
environmental protection and producers continued their efforts 
to save energy and reduce waste (Wang, 2008, p. 27, 29, 32).

Potential uses for nanosized (less than 0.1 micron or 
100 nanometers) iron oxide particles include catalysts and 
ferrofluids. Uses for ferrofluids include computer disk drives 
and high-performance loud speakers; other applications are in 
biology and medicine, including nuclear magnetic resonance 
imaging (Vollath, 2008, p. 2, 5).

despite promising new uses, the IoP industry worldwide has 
been adversely affected by the global recession. the United 
states and most other national economies began slowing in 2008 
with the trend continuing into 2009 despite economic stimulus 
packages instituted by many governments. the decline of the 
United states economy and that of the United Kingdom appear 
to have slowed in 2009 and financial markets have shown some 
signs of recovery in several countries. economic growth in most 
countries is predicted to be very slow. In the United states, tight 
credit and low consumer spending also have complicated the 
recovery process (dunphy, 2009; mcdonald, 2009; rooney, 
2009).

decreased global demand for IoP for concrete colorant was 
predicted by one analyst because much of the stimulus money 
for infrastructure will be for grey concrete applications such as 
bridges and roads where IoPs are not used as a colorant (Wan, 
2009). rockwood Pigments, a major world IoP producer, 
indicated that slower sales in 2008 probably would extend into 

2009 in north America and europe (rockwood specialties 
group, Inc., 2009, p. 43). With prospects for a slow recovery 
of the european and United states economies and only slow 
growth predicted in Asian markets, IoP markets are likely to 
experience little or no growth in 2009 with the trend possibly 
extending into 2010.
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2004 2005 2006 2007 2008

Quantity metric tons W W W W W
Value thousands W W W W W

Quantity metric tons 84,600 r 90,000 70,300 88,100 r 85,100
Value thousands $77,300 $93,400 $69,300 $122,000 r $118,000

Quantity metric tons 3,120 2,220 3,100 5,410 4,740
Value thousands $7,380 $6,170 $8,090 $15,900 $12,100

Quantity metric tons 170,000 193,000 199,000 178,000 r 155,000
Value thousands $116,000 $140,000 $159,000 $154,000 r $164,000

4Pigment grade.

1data are rounded to no more than three significant digits.
2mined.
3natural (mined) and synthetic.

eestimated. rrevised. W Withheld to avoid disclosing company proprietary data.

Imports for consumption:3

exports:4

tABLe 1
sALIent U.s. Iron oxIde PIgments stAtIstICs1

Crude pigments sold or used:2

Finished pigments sold:e, 3



Iron oxIde PIgments—2008   40.5

Producers Plant location
Crude pigments:

Alabama Pigments Co. green Pond, AL.
Hoover Color Corp. Hiwassee, VA.
new riverside ochre Co., Inc. Cartersville, gA.

Finished pigments:
Alabama Pigments Co. green Pond, AL.
dynamic Color solutions, Inc. milwaukee, WI.
Hoover Color Corp. Hiwassee, VA.
LAnxess Corp. new martinsville, WV.
new riverside ochre Co., Inc. Cartersville, gA.
Prince minerals, Inc. Quincy, IL; and Bowmanstown, PA.
rockwood Pigments nA, Inc. Beltsville, md; easton, PA; and st. Louis, mo.
solomon Colors, Inc. springfield, IL.

regenerator iron oxides:
Arcelormittal Weirton Inc. Weirton, WV.
Bailey-PVs oxides, L.L.C. decatur, AL; Fairfield, AL; and delta, oH.
International steel services, Inc. Allenport, PA.

tABLe 2
ProdUCers oF Iron oxIde PIgments And regenerAtor Iron oxIdes In tHe UnIted stAtes In 2008

Quantity Value Quantity Value Quantity Value Quantity Value
Country (metric tons) (thousands) (metric tons) (thousands) (metric tons) (thousands) (metric tons) (thousands)

Australia 258 $603 232 $573 261 $448 158 $485
Belgium 630 2,090 1,760 4,820 -- -- 36 165
Bermuda 178 260 7 67 -- -- -- --
Brazil 270 1,530 230 1,250 527 215 161 293
Canada 176 198 144 157 11,500 14,100 11,500 17,100
China 347 818 176 453 41,300 9,890 27,100 5,390
Colombia 25 116 5 28 375 181 106 128
France 5 53 29 160 383 1,130 21 424
germany 20 56 -- -- 275 595 391 1,070
Hong Kong 305 673 176 380 1,370 563 12 15
India 356 796 38 102 49 32 53 80
Indonesia -- -- -- -- 5 7 4 20
Italy 4 9 96 236 938 898 861 726
Japan 68 145 54 142 45 62 40 32
Korea, republic of 1,350 5,180 353 1,070 78 415 87 542
malaysia -- -- 29 55 9 16 63 94
mexico 360 417 595 474 2,990 1,170 3,880 1,780
netherlands 139 361 76 206 290 559 179 315
singapore 11 43 19 51 298 163 50 96
spain 7 21 4 18 360 67 -- --
switzerland -- -- -- -- 4 8 -- --
taiwan 138 259 33 106 74 260 108 464
thailand 1 4 3 15 856 216 820 256
United Kingdom 585 1,750 352 1,150 571 1,510 292 1,040
Venezuela 6 34 11 30 255 87 178 73
other 174 442 315 591 339 867 749 1,180

total  5,410 15,900 4,740 12,100 63,100 33,500 46,900 31,800

source: U.s. Census Bureau.

2007 2008

-- Zero.
1data are rounded to no more than three significant digits; may not add to totals shown.

tABLe 3
U.s. exPorts oF Iron oxIdes And HYdroxIdes, BY CoUntrY1

Pigment grade other grade
2007 2008
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Quantity Value2 Quantity Value2 Principal sources, 2008
type (metric tons) (thousands) (metric tons) (thousands) (metric tons)

natural:
earth colors3 3,170 r $1,480 r 3,130 $1,580 Cyprus, 2,829; germany, 10.
micaceous 1,550 967 1,570 1,060 spain, 941; France, 446; germany, 39.

total   4,720 r 2,440 r 4,700 2,640
synthetic:

Black    38,100 33,500 36,200 40,800 China, 13,517; germany, 13,482; Italy, 5,056; Japan, 2,285;
Canada, 1,050; republic of Korea, 395; egypt, 214; India, 101.

red   58,600 47,900 58,000 58,300 China, 35,430; germany, 14,719; Belgium, 1,922; sweden, 1,366;
Japan, 1,003; Italy, 926; Colombia, 836; Canada, 659;
spain, 259; Brazil, 258; India, 111.

Yellow  73,300 66,000 53,700 57,200 China, 34,887; germany, 9,032; Brazil, 7,751; Colombia, 728;
Italy, 500; Canada, 353; India, 107.

other4 3,270 4,520 2,770 4,790 China, 1,547; Canada, 850; France, 184. 
total 173,000 152,000 151,000 161,000

grand total  178,000 r 154,000 r 155,000 164,000

source: U.s. Census Bureau and the U.s. International trade Commission.

rrevised.
1data are rounded to no more than three significant digits; may not add to totals shown.
2Customs value.
3Includes those earth colors not elsewhere specified or included.
4Includes synthetic brown oxides, transparent oxides, and magnetic and precursor oxides.

tABLe 4
U.s. ImPorts For ConsUmPtIon oF seLeCted Iron oxIde PIgments, BY tYPe1

2007 2008

Quantity  Value2 Quantity  Value2 Quantity  Value2 Quantity  Value2

Country (metric tons) (thousands) (metric tons) (thousands) (metric tons) (thousands) (metric tons) (thousands)
Austria 57 $73 95 $117 -- -- -- --
Belgium -- -- -- -- 291 $91 2,010 $1,470
Brazil 12 32 10 29 8,720 8,030 8,010 7,850
Canada 31 33 -- -- 2,180 3,850 2,910 4,550
China 54 31 -- -- 114,000 76,900 85,400 79,000
Colombia -- -- -- -- 1,380 2,010 1,670 2,620
Cyprus 2,850 r 1,240 2,870 1,350 -- -- -- --
egypt -- -- -- -- 330 r 315 214 247
France 356 221 r 446 320 369 1,530 322 1,130
germany 183 241 50 69 30,900 37,900 37,300 44,600
Hong Kong -- -- -- -- 416 327 174 159
India 58 16 43 18 256 82 319 101
Italy -- -- 2 8 9,210 11,700 6,490 8,240
Japan (3) 8 r 9 38 3,200 6,430 3,340 8,720
Korea, republic of -- -- -- -- 495 738 395 634
mexico 15 4 -- -- 151 177 196 288
netherlands -- -- -- -- 21 19 -- --
spain 1,090 r 518 r 1,180 694 214 166 264 249
sweden -- -- -- -- 335 124 1,370 281
United Kingdom -- -- -- -- 301 1,390 146 824
other 19 25 r 1 1 90 r 107 171 207

total 4,730 r 2,440 r 4,700 2,640 173,000 152,000 151,000 161,000

3Less than ½ unit.

source: U.s. Census Bureau and the U.s. International trade Commission.

rrevised. -- Zero.
1data are rounded to no more than three significant digits; may not add to totals shown.
2Customs value.

2007 2008 2007 2008

tABLe 5
U.s. ImPorts For ConsUmPtIon oF Iron oxIde And Iron HYdroxIde PIgments, BY CoUntrY1

natural synthetic



Iron oxIde PIgments—2008   40.7

Country3 2004 2005 2006 2007 2008
Austria 4,000 4,000 4,000 4,000 4,000
Brazil 2,000 2,000 2,000 2,000 2,000
Cyprus, umber 12,000 12,000 12,000 12,000 12,000
France  2,500 2,500 2,791 4 2,800 2,800
germany5 244,055 r, 4 231,585 r, 4 242,264 r, 4 240,310 r, 4 251,412 4

guatemala 2,823 4 11,268 4 7,341 4 -- r --
Honduras 17,363 4 17,000 17,000 17,000 17,000
India, ocher 360,000 360,000 360,000 360,000 360,000
Iran  2,500 2,500 2,600 2,600 2,600
Italy  500 500 500 500 500
Lithuania -- -- 4 4 4
Pakistan, ocher 5,000 5,500 5,500 6,000 6,000
Paraguay, ocher  250 250 250 250 250
south Africa 512 4 510 4 590 4 232 4 39 p, 4

spain, ocher 138,050 4 140,000 140,000 140,000 140,000
turkey6 230,000 280,000 206,000 260,000 220,000
United Kingdom, iron oxides

and hydroxides7 15,000 12,000 8,913 4 8,000 8,000
United states W W W W W

tABLe 6    
nAtUrAL Iron oxIde PIgments: estImAted WorLd ProdUCtIon, BY CoUntrY1, 2

(metric tons)

pPreliminary. rrevised. W Withheld to avoid disclosing company proprietary data. -- Zero.

5Production includes natural and synthetic iron oxide pigments.
6Production includes micaceous iron oxide pigment and earth paints.
7Includes iron oxide pigments.

1estimated data are rounded to no more than three significant digits.
2table includes data available through July 27, 2009.
3In addition to the countries listed, a number of others undoubtedly produce iron oxide pigments, but output is not 
reported and no basis is available for formulating estimates of output levels. such countries include Azerbaijan, 
China, Kazakhstan, russia, and Ukraine. Unreported output is probably substantial.
4reported figure.




